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PEMCO Compressor Oil ISO 46

PRODUCT DESIGNATION
KJITACCUOUKALINA
[MPOOYKTA

ISO 46, BB HTGD 90117
DP 6521 (DAA,DAB,DAH,DAG)
DIN51506 (VBL, VCL, VDL)
VDMA 24568; TLV 9013
Cincinnati P38, P55, P54, and P62
DON 51515 Part 1, DIN 51515 Part 2
DIN 51517 Part 2, BS 489
GE GEK 32568 A/C
CEGB 207001; Mitsubishi Heavy Industries
E00-87182; MIL-L-17672 D
US Steel 120; DIN 51524 Partl, Part 2
Denison HFO; Afnor NF E 48-603

Control Item Standard Results Test Method
HayMmeHoOBaHHe TOKa3aTels Crangapr | Iloxasarenu Meron
Viscosity at 100 °C, ¢St - 6.58 ASTM D-445
BszkocTh kuaemariaeckas npu 100 °C,
cCt
Viscosity at 40 °C. ¢St 41.4-50.6 45.08 ASTM D-445
BszxocTb KuHeMmaTideckas nph 40 OC,
cCt
Viscosity Index, min. 90 96 ASTM D-2270
HHAeKC BA3KOCTH, HE MEHES
Flash point, open cup, "C 200 216 ASTM D-92
TeMrepaTypa BCIBIIIKH B OTKPHITOM
turie, OC. He HIDKE
Pour point, "C, max. -30 -32 ASTM D-97
Temneparypa 3actbiBanus, OC, He BBILIE
Density at 15 “C, kg/l, max. 0.9 0.89 ASTM D-1298
[TnotaocTd mpu 15 OC. xr/x

OTBeTCTBEHHBIH 3a aHanu3; Daiva Burbaité




